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CRITICAL CURRENT DENSITIES FOR THE HIGH TEMPERATURE CERAMIC
SUPERCONDUCTORS YBa 2Cu 07 AND Bi2Sr2Ca2CU 300+6

W.C. McGinnis, T.E. Jones, E.W. Jacobs, R.D. Boss, and J.W. Schindler
The Naval Ocean Systems Center

Code 633
San Diego, CA 92152-5000

Abstract Exoerimental Technique

A pulsed transport technique has been used to The critical currents were measured in zero applied
measure the zero field critical current densities of magnetic field using a pulsed transport technique.9 A
YBa Cu 0- ceramic superconductors prepared under the technique will be published

Z 3 7 further description ofthteniuwllbpbisd
different sintering conditions. This low duty-cycle, elsewhere. Briefly, a pulse generator is used to
pulsed technique, used on specially prepared samples drive a programmable high-current source. The sample
with low resistance current contacts, allows one to is wired in the usual four-probe fashion with a necked
determine the entire superconducting/normal phase down section to achieve high current densities. The
boundary without the problems associated with sample pulses of high current are generated at frequencies
heating. The results can be interpreted in terms of ranging from 2 to 10 Hz. The duty cycle, during
two different critical current densities. The which the pulse of current is on, is on the order of
intergrain critical current is low and is limited by 0.1%. This value is adjusted as necessary so that the
the weak-links between the grains; the intrinsic power dissipated in the sample (and at the current

intragrain critical current is greater than 104 A!cm2  contacts) does not cause measurable sample heating.

at 77K. Critical current values inferred from magnet- Thus, the pulse widths are typically 100 to 500 usec.

ic hysteresis measurements made on the same samples The pulse height, measured across a known series
agree with the intrinsic intragrain critical currents resistor, is monitored with an oscilloscope and is
obtained using the pulsed transport technique. In used to set the current, I, to a fixed value. The

addition, the magnetization derived critical current voltage pulse across the sample's voltage leads is

density has been determined for the high T phase sent through a differential amplifier and then sea-
c sured with a box-car signal averager gated to measure

(n-3) of the Bi2Sr2Can-1CUnO2n+4+6 family at 77K. the sample voltage, V, over a portion of the pulse.
The sample resistance, R-V/I, is measured as the
sample temperature is slowly varied.

This technique allows a quantitative determination
Introduction of the sample resistance as a function of temperature

which agrees with that obtained using conventional
Since the discovery of the high Tc  ceramic low-current DC techniques. The advantage of this

superconductors, '2 expectations of large scale appli- technique over conventional high-current DC methods is
cations such as motors, generators, levitated trains that the entire superconducting transition can be
and advanced electronics, all removed from the spe- studied without an increasingly resistive sample
cialized world of liquid helium technology, have been heating up. That is, a fraction of the sample going
high. However, most applications of superconductivity normal does not drive the entire sample normal because
require that the materials carry current densities on very little heat has a chance to flow during the short

duration of the pulse. Applied to the superconducting
the order of 10' to 106 A/cm2 . To date, the highest ceramics, this means that when the intergranular
value obtained by transport measurements on bulk weak-links go normal, the superconductivity of the

samples of YBa 2Cu 0- is 7400 A/cm2 at 77K in melt- individual grains can still be studied.

textured materials, and in regular sintered samples
2typical values are a few hundred A/cm . This limita- Sample Prevaration

tion, along with the natural brittleness and limited
strength of the ceramic superconductors, has prevented Samples were prepared from Y203 (99.99%), BaCO3
the rapid exploitation of "high temperature" supercon- 9
ductivity. (99.997%), Bi O3 (9999982). CaCO3 (99.9995%), CuO

While many workers report low transport critical (99.999%), and SrCO (99.99%), all used as obtained
currents on yttrium 1-2-3, other researchers have 3
reported very high transport critical currents in from Aesar. The YBa2CuO 7 samples were calcined at

epitaxial thin films.4  Furthermore, high critical 9g5"C and then ground to a fine powder (with these
currents have been deduced from magnetization measure- processes repeated as necessary to obtain at least 95Z
ments on bulk samples, while the transport critical of the theoretical weight loss). The powder was

pressed into pellets at pressures ranging from 3 to 15
currents for these same samples are very low. Thus, Ubar. In the presence of flowing 02, the pellets were
cot iderable uncertainty exists as to the inherent
current carrying capacity of these materials. In this sintered for several hours and annealed at 525*C for a
paper, we present evidence that the critical current few hours. The sintering conditions were varied to
intrinsic to YBa2Cu3O7 is very high, and that the produce samples which were over-, normally-, and

under-sintered (at temperatures of 9901C. 930*C. and
transport critical current in bulk sintered samples is 930'C, respectively). For the latter two types of
limited by weak-Links at the grain boundaries. These sample, the sintering times and oxygen partial pres-
weak-links are due to Josephson Junctions naturally sures were adjusted to achieve different sample hard-
occurring at the grain boundaries, or to ness. The samples have densities of 652, 732, and 901
anisotropy-limited conduction across misorienced of the theoretical density of Tga Cu307  for the

adjacent grains. 6 8  under-, normally-, and over-sintered samples, respec-
tively (after correcting the over-sintered sample for
the presence of 302 of the Y2BaCuO phase). The
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hardness of these samples can be qualitatively de-
scribed, respectively, as: somewhat soft (easily
scratched with a hand tool), very hard (can be shaped 1.0
with a file), and extremely hard (must be shaped with
a grinding stone).

Low resistance (50-100 ma) contacts for the criti-
cal current measurements were made with silver paint X
(Dupont 4922 or 4929) which was baked onto the samples -

at 850'C In flowing 0 for two hours. 0  The samples

were then re-annealed at 525*C as before. ' 0.5
The Bi2Sr2Can-lCUn0 ,+4+, samples were calcined at

860*C (repeated as necessary to obtain the expected 10 2

weight loss), then pressed into pellets, and sintered.

The sintering was a multi-step process which is de 24 G

scribed elsewhere. The samples were prepared to be 0f f. . 4
of nominal molar composition Bi:Sr:Ca:Cu equal to 20 40 50 so I01
4:3:3:6. Silver contacts were then applied as de- T (W)
scribed above. Depending on the exact processing
used. some samples contained mostly the n-2 ohase (T Figure 1. The superconducting transition of an under-Ssintered sample of YBa Cu 07 at various current

8 80K), while others contained mostly the n=3 phase s o 7

(T -LICK).11  densities. The sample resistance at OOK is 40 mil.
Ciach sample was mounted to an anodized aluminum

substrate using G.E. 7031 varnish. A groove was then
machined down the center of the sample, using a dia-
mond coated cutting wheel, so as to leave a small

bridge approximately I 2 in cross-section connecting 1.0

the ends of the two halves. All of the current densi-
ties reported here are calculated as the applied
current divided by the cross-sectional area of this
bridge. No correction is made for the fact that the
samples are less than 100% dense.

0.5

Results and Discussion

The superconducting transition for a typical 207
under-sintered sample of YBa 2Cu307 is illustrated in 200 2 -s

Fig. 1. Note that as the current density increases, a 20- A - - - 4--'0
"foot" or "tail", as it is usually called, develops. 0

As discussed in the previous section. the resistance 20 40 60 so 100

measured by this technique is a quantitatively accu- T W

rate measure of the total sample resistance. Thus, Figure 2. A comparison of the superconducting transi-
even for the highest current densities shown in the tions for an over-s-ntered sample of YBa 2 Cu3 07 (solid
figure, most of the sample is still superconducting.
The growth of the foot can be attributed to more and lines), and for an under-sintered sample (dashed
more of the weak-links in the sample going normal, lines). Two current densities, approximately 40 and

These current density levels have very little effect 200 A/cm2 , are shown fbr each sample.
on the main part of the transition near 90K. This
will be discussed in more detail below.

Fig. 2 contrasts the superconducting transitions of 0.05 Ct
over-sintered and under-sinteared samples of Th a2Cu307 " N5PEL. .

184C
There is an unmistakable difference in the degree to
which a foot develops in the over-sintered sample 0.04
compared to the under-sintered sample. The weak-links
in the over-sintered sample are apparently less "weak"
or less numerous than in the under-sintered sample. 0. 03

In Fig. 3, a magnified view of the superconducting
transition is illustrated for the over-sintered sample
of Fig. 2, except that larger and smaller current -0.02
densities are also shown. The data for the lowest
current density shown are found to be the same as that
measured with a conventional low-current DC technique. 03
The transitions for the normally-sintered sample of 0.01 0
Y~a2 Cu3 07 at various current densities are plotted in 462 Alcm 0. 4

Fig. 4. This data should be compared to that of the 0
under- and over-sintered samples of Figs. 1-3. 20 40 60 80 100

At a given current density Jc, the intersection of T (W)

the resistive foot with the temperature axis (that is,
te 2-0 point) Sives the critical current density at gure 3. A magnified view of the superconducting
that temperature. This value of J is the same that transition for the same over-sintered sample illustra- C0409

c ted in Fig. 2. The sample resistance at lOOK is 11ti0
one would obtain at that temperature using a conven- Mo.

FVAe
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tional DC technique that measures current versusvoltage at a fixed temperature. That this is in fact
1.0 ~the case is clearly illustrated in Fig. 5, which shows

a highly magnified view of the start of the resistive
transition for the over-sintered sample for three
different current densities. For the intermediate

X current density shown, the DC-determined resistive
C3o transition is also illustrated. There is clear agree-

ment between the pulsed and DC data to within 0.5K.

_ 0. 5 Using this pulsed technique to measure the weak-
link (R-0) critical current, Jc ("w" for weak-link)

we are able to determine the dependence of J on
c

373 temperature. The results are illustrated in Fig. 6
0. for the over-sintered and under-sintered samples of

746 A/cm2  Ya 2 Cu307. An electric field criterion of 3 V/cm was

20 40 G0 80 100 used in determining J from data such as that in Fig.
T (WO 5. The data can be fit rather well when plotted as

Figure 4. The superconducting transition of a 2/3
normally-sintered sample of YBa2Cu30 7 at various cwv

current densities. The sample resistance at IOOK is critical currents of the over-sintered sample are much
6W2. greater than those of the under-sintered sample.

20

41.7 A/cm 2.07 0.11

15-

I )O1r /1

0 10/L
5 8 0.5

~ [ 1600 Al2m
0 2003.

-5 0
75 so8 0 95 as o 95

T (K) T (K)
Figure 5. A highly magnified view of the superconduc- Figure 7. The main superconducting transition of an
ting transition of an over-sintered sample of under-sintered sample of YBa2Cu307 at various current
YBa2 Cu3 0- for three different current densities. The densities. The temperature scale has been greatly
curve marked "DC" was measured with direct current, expanded to show the shift in the transition midpoint.
while all of the others were measured with pulsed
current. so

9z

40 4

30
600

Z I

gi. 5 92.0 92.5 93. a 93.50 T (K)
0 20 40 a0 so 1ot Figure 8. The intrinsic critical current density.

Jc' of the individual grains, versus absolute temper-Figure 6. The weak-link critical current density to ature for an under-sintered sample of YBa 2 Cu3 .. Two
the two thirds power, J 2/3, versus absolute tempera- different linear extrapolations give J (77K) values
ture for over-sintered (circles) and under-sintered oA d d line) and 3xlO4F A/c€2 (solid
(squares) samples of YTa2 Cu307 . line).
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In Fig. 7, the main superconducting transition is [21 M.K. Wu, J.R. Ashburn, C.J. Torng, P.R. Hor, R.L.
shown for the under-sintered sample. Note that as the Meng, L. Gao, Z.J. Huang, Y.Q. Wang, and C.W. Chu,
current density increases, the resistance of the foot "Superconductivity at 93K in a new mixed-phase
saturates. This represents the amount of current Y-Ba-Cu-O compound system at ambient pressure,"
needed to drive all of the intergranular weak-links Phvs. Rev. Lett.. vol. 58, no. 9, pp. 908-910, Mar
normal. Then as the current density increases fur- 2, 1987.
ther, the main drop in resistance of the bulk of the
sample also moves to lower temperatures, as expected. [31 S. Jin, T.H. Tiefel, R.C. Sherwood, R.B. van
This shift is caised by exceeding the intrinsic intra- Dover, M.E. Davis, G.W. Kammlott, and R.A. Fast-
granular critical curreni, J ("g" for grain), at nacht, "Melt-textured growth of polycrystalline

s YBa Cu 076 with high transport J at 77K," Phvs.this temperature. The data of Fig. 7 allows one to u c a -
determine the intrinsic critical current versus tem- Rev. B, vol. 37, no. t3, pp. 7850-7853, May 1,
perature. The result for the same under-sintered 1988.
sample that was represented in Fig. 7 is illustrated
in Fig. 8, where JC&, as determined from the transi (4] P. Chaudhari, R.H. Koch, R.B. Laibowitz, T.R.
tion midpoint, is plotted on a greatly expanded tem- McGuire, and R.J. Gambino, 'Critical-curent
perature scale. With the limited amount of data measurements in epitaxial films of YBa 2Cu3 07 x

shown, the extrapolation to lower temperature is not compound," Phvs. Rev. Lett., vol. 58, no. 25, pp.
definitive. However, two extreme fits are illustrated 2684-2686, Jun 22, 1987.
in the figure which allow an approximate extrapolation
to 77K. This extrapolation yields a value, of (5] J.W. Ekin, A.J. Panson, A.I. Braginski, M.A.

(2-3)xi04 A/cm2 for the intrinsic critical current Janocko, M. Hong. J. Kwo, S.H. Liou, D.W. Capone,

density at 77K for this under-sintered samnle of II and B. Flandermeyer, " Transport critica.-
Y~a2Cu3 07 . current characteristics of Y Ba Cu30", in ih

Magnetization hysteresis measurements at 77K were Temoerature Superconductors, extended abstracts

made on these same Y~a CU.0. samules, from which the and proceedings of Symposium S, 1987 Spring Meet-
ing of the Materlals Research Society, pa. 223-

intragranular critical current can be deduced accord 226, Apr 23-24, 1987.
ing to the critical state model of Bean.1 2  Examina-
tion by scanning eecron microscope reveals aproxi- 6 J.W. Ekin, A.. raginski, A.J. Panson, M.A.

tionby caningeletro micoscpe evels pprxi-Janocko, D.W. Caone 11, N.J. Zaluzec, B. Flander-
mate grain sizes of 17, 25 and 19 prn for the under-, meyer, .. de im, M. J. K, andeS-
normally, and over-sintered samples, respectively. Meyer, O.F. de Lima, . Hone, J. Kwo, and S.R.

Lieu, "Evidence for weak-link and anisotropy
Using these numbers gives magnetization J values at limitations on the transport critical current in

zero magnetic field of 2x10 , 3xl0 4 , and 3x 4 A/cm2  bulk polycrystalline YBa2Cu3 Ox," J. Anal. Phvs.,
respectively, which are in excellent agreement with vol. 62. no. 12, pp. 4821-4828, Dec 15, 1987.
the values obtained from the pulsed transport measure-
ments. (71 P. Chaudhari, J. Mannhart, D. Dimas, C.C. Tsuei,

For the bismuth samples with mostly the n=2 M.M. Opryskio, and M. Scheuermann, "Direct mea-
(T =80K) phase, the magnetic hysteresis was too small surement of the superconducting properties of
atc 77K to get reliable numbers for the critical cur-
rent. For the samples with mostly n-3 (T c110K) single grain boundaries in Ya 2Cu307_6," Phvs
phase, the magnetic hysteresis at 77K was comparable Rev. Lett., vol. 60, no. 16, pp. 1653-1656, Apr
to that measured for the YBa2Cu3 0._ For an effective 18, 1988.

grain size of 20 Mm, the critical current would be
4A/cm. Detailed morphological studies and [81 D. Dimos, P. Chaudhari, J. Mannhart, and F.K.

sX10d ap Deaementsoon tuis a LeGoues, "Orientation dependence of grain-boundary
pulsed transport J measurements on the bismuth sam ciia urns i ~ 2 uO 6  bcytl,c critical currents in Y~a 2Cu 307., bicrystals,"
pies will be reported later. Phvs. Rev. Lett., vol. 61, no. 2, pp. 219-222, Jul

Conclusion 11, 1988.

In conclusion, we have presented evidence to show [91 W.C. McGinnis, T.E. Jones, and E.W. Jacobs,
that the bulk transport critical current in sintered "Current carrying capacity of YBa2Cu307 supercn
YBaCu3 O7  superconducting ceramics is limited by ducting ceramics," Bull. Amer. Phvs. Soc., vol.
intirgranular weak links. However, the intrinsic 33, no. 3, p. 724, Mar 1988; see also T.E. Jones,
intragrain critical currents are quite high. Further- W.C. McGinnis, R.D. Boss, E.W. Jacobs, J.W.
more, the values obtained for bulk sintered samples by Schindler, and C.D. Rees, "Electronic properties
this pulsed transport method are consistent with those and current carrying capacity of high-temperature
values inferred from magnetization hysteresis measure- ceramic superconductors," Naval Ocean Systems
ments on bulk samples, as well as with transport Center Technical Document 1306, July 1988, ava!-
critical currents obtained for high quality epitaxial able DTIC.
thin films.
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